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A d v i c e  M e a s u r e m e n t  a n d  C o n t r o l  i n  O c c u p a t i o n a l  S a f e t y  a n d  H e a l t h  

 

 

 

 

 
Platinum Safes 

Unit 16  

47-51 Little Boundary Rd  

Laverton North Vic  

Attn: Mr Jason Catlow 

 

 

Certificate of Analysis- Asbestos Identification 

Amended Report – Replaces report dated 07/03/2017 
 

 

Job No: 7463 Date of Report: 14/03/2017 

 

Type of sample/s: Bulk sample/s 

 

Sampled by:   Client- Sample/s analysed as received. 

  AMCOSH- Sampling by AMCOSH not covered by scope of 

accreditation 
  

Staining (PLM/DS) by the methods of AS 4964 and supplementary work 

instruction in-house method 4.  The reporting limit of the method is 0.1g/kg 

(0.01% w/w). 

 

Client 

Ref No 
Lab No Sample source Sample description 

Fibres detected by 

PLM/DS 

1 AI17/421 
Pale grey crunchy material, 

approx 4x3x1cm
3
 

No Asbestos Detected 

      Yanel Lara 

AMCOSH Pty Ltd 
Occupa t i ona l  Hea l t h   
&  Saf e ty  Consu l t an ts  

ABN 63 102 169 371 

Suites 3&4/112 Synnot Street 
PO Box 686 
Werribee VIC 3030 
Ph:  (03) 9731 1744 
Fax:  (03) 9742 2098 
Email:  enquiries@amcosh.com.au 
Web:  www.amcosh.com.au 

Country of origin: S. Korea  

Date Sampled: 03/03/2017 Date Received: 03/03/2017 

 

Date of Analysis: 07/03/2017 

 

Sampling location: Not Stated 

 
Test Method:  Sample/s examined by Polarised Light Microscopy with Dispersion 

Insulation from Drawer of  

fireproof cabinet. 

Model: Fireguard & Doco

 

 

 

 
 

 

    Approved Identifier      

 and Authorized Signatory:  


